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NDM Backfill

In-Situ Oxide 85.34m @ 0.70 g/t AuEq
79.25m @ 0.55 g/t AuEq

44.20m @ 0.60 g/t AuEq

88.39m @ 0.53 g/t AuEq
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70.11m @ 0.49 g/t  AuEq

102.11m @ 0.53 g/t AuEq
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32.00m @ 0.44 g/t AuEq

24.38m @ 0.64 g/t AuEq

30.48m @ 0.39 g/t AuEq
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Current press release

Previous press release4

North DeLamar Backfill Cross Section: Looking North1,2,3

(1) Downhole thickness is true thickness.

(2) Intervals reported are uncapped.
(3) AuEq = g/t Au + (g/t Ag ÷ 77.70). Rounding may

cause minor discrepancies in the AuEq column.

(4) Please refer to Company news releases from

December 2022-May2023
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