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Stockpile 2 Cross Section: Looking East-Southeast1,2,3
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21.34m @ 0.58 g/t AuEq
44.20m @ 0.35 g/t AuEq

19.81m @ 0.24 g/t AuEq

16.76m @ 0.38 g/t AuEq
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35.06m @ 0.30 g/t AuEq

33.53m @ 0.22 g/t AuEq

48.77m @ 0.26 g/t AuEq

42.68m @ 0.56 g/t AuEq

39.63m @ 0.31 g/t AuEq
28.96m @ 0.34 g/t AuEq

44.20m @ 0.27 g/t AuEq

30.48m @ 0.34 g/t AuEq

(1) Downhole thickness is true thickness.
(2) Intervals reported are uncapped.
(3) AuEq = g/t Au + (g/t Ag÷77.70) Rounding may cause minor discrepancies in the AuEq Column.
(4) Please refer to Company news  releases December 2022-August 2023.
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